
DRIVf^ / PARKING COURT SPECIFICATION 

A. Strip off topsoil and organic material over the area of the drive to a firm base. 

B. Lay 250mm of type 1 stone sub base. 

C. Lightly dust surface of the sub base with cement dust. 

D. Lay 38mm of 15 - 20mm Crushed Aggregate and roll and compact. 

NOTES 

1. The stone sub base may be increased in depth if ground conditions and/or 

levels dictate. . . 

2. A geotextile membrane may be laid under the sub" base if required. • 

3. The dusting of cement dust must take place immediately prior fo the aggregate 

being iaid. This must be evenly sprinkled to a ghostly grey colour on 

completion. 

4. The deptii of ttie unbound ayyregale iiiubl nol exceed 38rniii. 


